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Mapaptnua F1/8 tou Miotomointikov Ap. 1153-3

EITIXHMO ITIEAIO EOAPMOI'HY g AIAIIIX TEYXHX

TOL
Epyaotnpiov AoKIpov
ms
LUBRICO - A. TXAKAAHX EIIE

YAk /TIpoiovta ToOnol SoKIp®V / METPOOPEVEG 1B10TNTEG Egappolopeveg pebodov/
vmoaAAGpEV OE X PNO1LOTIOI0VHEVEG TEXVIKEG
SoK1un
XnpiKég SoKpEg
1. Yyp& anopAnta 1. TIpoabiopiopog tov C.0.D. HACH LCI 400, LCI 500
2. ITpoodloplopog TV OAKE GLmPOVHEVGOV APHA® 2540 D

otepewv (SS)

3. ITpoadiopiopdg ohikov alnmtov (T.N.) HACH LCK 138, LCK 238

4. TIpoadioplopog tov oAkov gwoeopov (T.P.) | HACH LCK 348, LCK 350

5. TIpoadiopiopdg pH APHA®4500 - H' B.
2. Kpokkibwtkd pe 1. TTpoodiopiopog Al,Os EAOT EN 1302:1999
Béon to apyiAo A.1 EDTA Complexometric Method

) APHA: Standard Methods for the Examination of Water and Wastewater, 23 Ed., 2017

Tomog adloddynong: Movipeg Eykatacstaceig Epyaotnpiov: 10° yAp EAevoivag-AepBevoympinv, 19018
MoayovAa ATTIKNG

E&ovaiodotnpévol vrevbuvot vroypagnc: X. Opoavidov, A. Makapiadr.

To mapov Tedio Aamiotevong avTikaBloTd To avtioTolyo Tponyolpevo pe nuepopnvia 02.11.2023.

To IMotonomtikd Awamiotevong pe Ap.1153-3, katd EAOT EN ISO/IEC 17025:2017, woyvet péxpt tig 03.02.2028.

Afnva, 18.12.2023

Xprjotog NéaTtopog
Aevfvvwv Xdpfoviog tov E.XY.A.
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